Great Northern Timber Inc.

CHIP QUALITY ANALYSIS

millimeters
Monthly Cur}wlative 28.6 22.2 15.9 9.5 4.75 Fines Total Bark |Thickness| Cards Actuz_al
otal Oversize

Average | (BDMT) % % % % % % % % mm % %
JAN 12,580 || 10.97 28.84 34.21 21.12 4.62 0.24 100.00 0.92 4.71 81.08 2.08
FEB 3,430 10.55 29.54 33.83 21.47 4.47 0.14 100.00 0.69 4.47 74.46 2.69
MAR 7,673 12.32 31.52 32.38 19.59 4.07 0.12 100.00 0.73 4.46 75.66 3.00
APR 12,809 [ 13.75 32.55 30.52 18.91 4.09 0.18 100.00 0.71 4.47 64.16 4.93
MAY 25577 | 10.87 29.59 34.00 20.53 4.80 0.20 100.00 0.65 4.36 58.55 451
JUNE 24818 || 1459 32.03 30.10 18.65 4.40 0.22 100.00 0.52 4.33 53.47 6.79
JuLy 25,281 | 13.65 38.03 30.96 14.20 3.18 0.15 100.00 0.43 4.23 78.53 2.93
AUG 18,901 | 17.76 35.95 27.47 14.99 3.68 0.15 100.00 0.76 4.37 53.42 8.27
SEPT 17,558 16.69 34.34 30.07 15.18 3.58 0.14 100.00 1.11 4.48 55.16 7.48
ocT 24,001 || 1158 31.08 35.26 17.93 3.96 0.18 100.00 1.00 4.27 48.41 5.97
NOV 22,297 | 10.84 29.04 34.36 20.83 4.76 0.17 100.00 0.76 4.19 36.11 6.93
DEC 10,752 9.95 27.87 36.93 20.58 4.45 0.22 100.00 0.95 4.29 39.00 6.07
Average 17,147 12.79 31.70 3251 18.67 4.17 0.18 100.00 0.77 4.39 59.83 5.14

PRODUCTION LINE DATA




